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PROCESS FOR SEPARATING METALLIC 
FROM SEMICONDUCTING 

SINGLE-WALLED CARBON NANOTUBES 

Due to the difficulties presented in attempting to form 
only one type of SWNT, researchers have instead begun 
focusing more on methods to separate the types of SWNTs 
following formation. What is needed in the art is an 

CROSS REFERENCE TO RELATED 5 improved method for separating metallic SWNTs from 
APPLICATION semiconducting SWNTs. 

This application claims benefit to U.S. Provisional Patent 
Application Ser. No. 601530,796 with a filing date of Dec. 
18, 2003. 

SUMMARY OF THE INVENTION 

10 In general, the present invention is directed to methods for 
separating semiconducting SWNTs from metallic SWNTs. 
In general, the method includes providing a sample that 
includes both semiconducting SWNTs and metallic SWNTs 
and combining the sample with a separation agent. 

FEDERALLY SPONSORED RESEARCH AND 
DEVELOPMENT 

The United States may have rights in this 15 
The separation agents of the present invention are mol- 

ecules that include a geometrically planar portion and one or 
more x electrons on the planar portion. When the separation 
agent is combined with the sample, the separation agent can 
preferentially associate with the semiconducting SWNTs to 

20 form a complex. In addition to the characteristics described 
above, the separation agent can also be soluble. Thus, 
following formation of the complex and upon addition of a 
suitable solvent to the sample, a mixture can be formed 

invention pursuant to Grant No. NCC-1-01036 between 
Clemson University and the National Aeronautic and Space 
Administration (NASA). 

BACKGROUND OF THE INVENTION 

Carbon nanotubes are well ordered, hollow carbon fibers 
Of groups Of atoms. including a liquid comprising the solubilized complex and 

nanotubes have been produced in both the single-walled and 25 solids, 
multi-walled forms. nanotubes (sWNTs) are 
preferred in many however, as they can be 
stronger, more conductive, and provide a higher surface area 

The solids can be collected, such as by utilization of a 
centrifuge, with the collected solids being enriched in metal- 
lic SWNTs as compared to the starting sample, For instance, 
in one embodiment, the collected solids can be at least about to volume ratio than their multi-walled counterparts. 

Chrbon nanotubes have &own appositeness in many 30 50% by weight metallic SWNTs. In another embodiment, 
application% for instance as high energy density electrodes the collected solids can be at least about 90% by weight 
in electromechanical actuators and electrochemical batter- metallic SWNT~, one embodiment, the ratio of metallic 
i% as Probes in scanning Probe microscoPY, as strengthen- single-walled nanotubes to semiconducting single-walled 
ing agents in composite materials when combined with other nanotubes in the solids can be at least about 1.5 times the 
forms of Carbon such as graphite fibers Or Carbon black, as 35 ratio of metallic single-walled nanotubes to semiconducting 
catalyst supports in chemical applications, and as compo- single-walled nanotubes in the 
nents in conductive ink dispersions. Other possible applica- Ifdesired, the process can be repeated using the collected 
tions for SWNTs involve embedding the materials in semi- solids as the starting sample in order to further enrich the 
conductor or insulator materials to obtain high interface solids in metallic SWNT~, 
areas for utilization in, for example, photo-voltaics, sensors, 4o The separation agent can, in one embodiment, be a planar 
electroluminescent devices, and charge storage devices such po~ybenzenoid hy~ocarbon,  F~~ in one embodi- 
as capacitors. ment, the separation agent can be a porphyrin, a pyrene, or 

Applications of SWNTs can generally be divided into an anthracene. Optionally, the separation agent can include 
semiconducting applications and metallic applications. one or more hydrocarbon chains. For example, the separa- 
Unfortunately, most, if not all, formation methods provide a 45 tion agent can include one or more hydrocarbon chains of 
mixture of both metallic and semiconducting SWNTs. AS about 16 or more carbons in length. In one particular 
such, great interest is currently being shown in the devel- embodiment, the separation agent can be 5,10,15,20-tetrakis 
opment of methods that produce only one or the other type (hexadecyloxyphenyl)21 H,23H-porphine (THPP). 
of SWNT as well as in the development of methods to The liquid comprising the solubilized complex can be 
separate the two types following fOrmation. For example, 50 further processed, if desired, in order to collect the semi- 
US .  pat. No. 6,183,714 to SmalleY, et al., which is incor- conducting SWNTs. For example, the liquid can be collected 
Prated herein by reference, d e s d ~ s  a dual laser Pulse and the association between the separation agent and the 
method for making ropes of SWNTs that are Predominantly semiconducting SWNTs can be reversed, such as by wash- 
metallic in nature. ing the complex in an acid or annealing the complex at a 

Other methods have attempted to synthesize one type of 55 temperature of about 500" C., at which time a solid residue 
SWNT over the other through recognition of a difference in can form and be collected that can comprise semiconducting 
diameter between the two types. For example, some meth- SWNTs. For example the collected solid residue can com- 
ods have attempted to control formation type by sufficiently prise at least about 90% semiconducting SWNTs, in one 
controlling the catalyst particle size from which the tube embodiment. 
grows. Particle size controls the diameter of the formed tube 60 
and hence the chirality and electronic nature of the tube. 
Such methods have met with limited success however, 
primarily due to the fact that the diametric differences A full and enabling disclosure of the present invention, 
between metallic and semiconductive SWNTs are so small. including the best mode thereof, to one of ordinary skill in 
For instance the difference in diameter between a (10,lO) 65 the art, is set forth more particularly in the remainder of the 
metallic SWNT and a (9,l l)  semiconducting SWNT is only specification, including reference to the accompanying 
0.03 A. drawings in which: 

sample, 

BRIEF DESCRIPTION OF THE FIGURES 
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FIG. 1 is a representation of a single molecule of 5,10, 
1 5,20-tetrakis(hexadecyloxyphenyl)2 1 H,23H-porphine 
(THPP); 

FIG. 2 is a schematic representation illustrating differ- 
ences in SWNT types and the preference of THPP for 
semiconducting SWNTs over metallic SWNTs; 

FIG. 3 compares tangential mode G-bands of separated 
portions of a SWNT sample following separation according 
to one embodiment of the presently disclosed process; 

FIG. 4 compares the near-IR absorption spectra of sepa- 
rated portions of a SWNT sample following separation 
according to one embodiment of the presently disclosed 
process; 

FIG. 5 compares the electrical conductivity of a SWNT 
sample prior to separation and the two separated portions of 
SWNTs obtained following separation according to one 
embodiment of the disclosed process; 

FIG. 6 shows high resolution TEM images of SWNTs in 
the soluble portion of a separated SWNT sample; and 

FIG. 7 illustrates the Raman features of separated portions 
of a HiPco-SWNT sample following separation according to 
one embodiment of the presently disclosed process. 

DETAILED DESCRIPTION OF THE 
INVENTION 

Reference now will be made in detail to the embodiments 
of the invention, one or more examples of which are set forth 
below. It will be apparent to those skilled in the art that 
various modifications and variations can be made in the 
present invention without departing from the scope or spirit 
of the invention. For instance, features illustrated or 
described as part of one embodiment, can be used with 
another embodiment to yield a still further embodiment. 
Thus, it is intended that the present invention cover such 
modifications and variations as come within the scope of the 
description. Other objects, features, and aspects of the 
present invention are disclosed in the following detailed 
description. It is to be understood by one of ordinary skill in 
the art that the present discussion is a description of exem- 
plary embodiments only and is not intended as limiting the 
broader aspects of the present invention, which broader 
aspects are embodied in the exemplary constructions. 

The present invention is directed to a method for sepa- 
rating semiconducting SWNTs from metallic SWNTs fol- 
lowing formation. Utilization of the disclosed process can 
enable formation of preparations enriched in either semi- 
conducting or metallic SWNTs, as desired. Beneficially, the 
disclosed process can be scaled and utilized in a bulk 
separation process. In addition, the process can be carried 
out using inexpensive and readily available separation 
agents. For purposes of the present disclosure, the term 
'separation agent' is herein defined to include those molecu- 
lar materials that can preferentially associate with either 
metallic or semiconducting SWNT. 

Beneficially, the disclosed processes do not require any 
preprocessing functionalization of the SWNTs. Moreover, 
the separation agents are believed to associate preferentially 
with one type of SWNTs due to the differences in electrical 
properties of the nanotubes, and are believed to be non- 
covalently bound to the preferred SWNTs. As such, the 
separation agents can be easily removed from the SWNTs 
following the separation protocol. Furthermore, the dis- 
closed separation agents can be recycled and used multiple 
times, presenting the possibility of significant cost savings to 
the process. 

4 
The disclosed separation process can be utilized with any 

sized sample of SWNTs formed according to any known 
process. Common processes for forming SWNTs include for 
example, dual laser methods, chemical vapor deposition 

5 (CVD) methods, carbon-arc methods, and HiPco methods, 
all of which are generally known to those of ordinary skill 
in the art and any of which can be suitable for forming 
samples containing SWNTs and capable of separation 
according to the disclosed process. 

For example, in one embodiment, the sample including 
SWNTs to be separated can be formed according to any of 
several known carbon-arc methods. Carbon-arc methods for 
nanotube preparation have been described, for instance, by 
C. Joumet, et al., Nature 388, 756 (1997); N. G. Chopra, et 

15 al., Nature 377, 135 (1995); Y. Saito, et al., Nature 392, 237 
(1998); and A. C. Dillon, et al., Nature 386, 377 (1997), all 
of which are incorporated herein by reference. In general, a 
carbon-arc method for nanotube preparation uses a DC arc 
discharge apparatus, an example of which has been 

20 described in U.S. Pat. No. 5,227,038 to Smalley, et al., 
which is also incorporated herein by reference. According to 
this method, carbon and a small percentage of a Group VI11 
transition metal are simultaneously evaporated from the 
anode of the arc discharge apparatus to form the nanotubes. 

In another embodiment, a SWNT sample can be separated 
that has been formed according to a HiPco method of 
formation. The HiPco method described, for example, by 
Nikolaev, et al., (Chem. Phys. Lett. 1999,313, 91-97) which 
is incorporated herein by reference, involves the high- 

30 pressure decomposition of carbon monoxide to form the 
nanotubes. 

In one embodiment, a dual laser method such as that 
described in U.S. Pat. No. 6,183,724 to Smalley, et al. can 
be used to form SWNT preparations. Dual laser synthesis 

35 methods have also been described in the following refer- 
ences: J. Liu, et al., Science 280, 1253 (1998); A. G. Rinzler, 
et al., Applied Physics A 67, 29 (1998); A. G. Rinzler, et al., 
Science 269, 1550 (1995); and H. Dai, et al., Nature 384, 
147 (1996), all of which are incorporated herein by refer- 

In yet another embodiment, SWNTs can be separated that 
have been formed according to a CVD formation method. 
One example of a CVD method suitable for forming SWNTs 
is that described by Cheng et al. (Appl. Phys. Lett. 72,3282 

45 (1998)), which is incorporated herein by reference. The 
Cheng, et al. method involves the pyrolysis of a mixture of 
benzene with 1% to 5% thiophene or methane using fer- 
rocene as a floating catalyst and 10% hydrogen in argon as 
the carrier gas. The nanotubes form in the reaction zone of 

50 a cylindrical furnace that is held at a temperature of between 
1100" C. and 1200" C. Depending on the concentration of 
the thiophene, the nanotubes form as bundles of either 
single-walled or multi-walled tubes. Another useful CVD 
method for growing single-walled nanotubes involves using 

55 methane as precursor, ferric nitrate contained on an alumina 
catalyst bed, and a reaction temperature of about 1000" C. 

No matter what formation method is used, when an 
individual SWNT forms, it will have one of three possible 
spatial arrangements of the atoms forming the nanotube. 

60 More specifically, a SWNT will be formed with the carbon 
atoms arranged in relationship to one another with an 
arrangement that is generally termed in the art as either an 
armchair, zigzag, or chiral arrangement. Whether a SWNT is 
metallic or semiconducting depends upon the arrangement 

The spatial orientation of the carbon atoms forming a 
nanotube can be described by the chiral vector (n,m). The 

i o  

25 

40 ence. 

65 of the carbon atoms. 
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three general types of SWNTs are differentiated by their embodiments, the sample can be preprocessed to remove 
chiral vector. For instance, armchair nanotubes have a chiral extraneous materials prior to contact with the separation 
vector (n,n) and a chiral angle of 30". Spatially, armchair agent. For example, in one embodiment, the sample can be 
nanotubes describe a circumference consisting of para- annealed to remove materials such as residual formation 
connected hexagonal rings as illustrated in FIG. 2 at 10. 5 metals from the sample. Other pre-separation processes can 
Zigzag nanotubes have a chiral vector (n,O) and a chiral optionally be used, and in general can vary depending upon 
angle of 0". Zigzag nanotubes describe a circumference that the nature of the materials to be removed from the mixture. 
consists of linearly side-connected hexagonal rings. An For example, other methods can include other purification 
example of a zigzag SWNT can be seen with reference to processes as are generally known in the art that can remove 
FIG. 2 at 11. Chiral nanotubes have a general chiral vector i o  an undesired material without destroying the SWNTs in the 
(n,m) and a chiral angle between 0" and 30". An example of sample. Methods including, for example, oxidative acid 
a chiral SWNT is shown in FIG. 2 at 12. treatment, cross-flow filtration, and functionalization-de- 

When (n-m)/3 is an integer, the nanotube exhibits metal- functionalization processes can be utilized. Such methods 
lic behavior; when (n-m)/3 is not an integer, the nanotube are generally known to those of ordinary skill in the art and 
exhibits semiconducting behavior. As a result, armchair 15 can vary greatly depending upon the nature of the materials 
SWNTs are metallic, while zigzag and chiral nanotubes can to be removed from the mixture. Thus, particular methods 
be either metallic or semiconducting. When utilizing a are not described in detail herein. 
formation process such as the carbon arc discharge method, The separation agents of the disclosed process are mate- 
in which the orientations of the SWNTs formed are purely rials that have been found to associate preferentially with 
random, about two-thirds of the SWNTs can be expected to 20 semiconducting SWNTs. The preferential association exhib- 
be semiconducting while the other one-third can be expected ited by the disclosed separation agents is believed to be due 
to be metallic. Even in those processes such as the dual laser to a combination of the particular geometries of the agents 
pulse method, that preferentially form one type of SWNT with the orbital characteristics of the agents. More specifi- 
over the other, the product will generally still contain some cally, the separation agents of the present invention exhibit 
portion of the other type, and the presence of the undesired 25 a planar geometry over at least a portion of the molecule. In 
type in the product sample can frustrate if not completely addition, the separation agents include x-electrons in the 
destroy the desired application of the product SWNTs. planar portion of the molecule. Thus, the x electrons can be 

According to the presently disclosed process, a method physically available for association with the surface of a 
has been discovered for separating a sample containing a semiconducting SWNT. 
mixture of both metallic and semiconducting SWNTs into 30 While not wishing to be bound by any particular theory, 
two or more portions, with each production portion being it is believed that the separation agents of the disclosed 
enriched in one of the two types of SWNTs. In the presently processes preferentially associate with semiconducting 
disclosed process, and while not wishing to be bound by any SWNTs due to the slight static charge that can exist on the 
particular theory, it is believed to be the differences in the surface of the semiconducting SWNTs. More specifically, 
surface electrical characteristics between the metallic and 35 due to the planar orientation of the molecule and the nature 
semiconducting SWNTs that provide for the selectivity of of the x electrons in that portion of the molecule, the x 
the separation agents utilized and thus facilitate the separa- electrons can be available for interaction with an existing 
tion processes herein disclosed. charge. In addition, due to the nature of semiconducting 

In one embodiment of the disclosed invention, the sample SWNTs, they can carry a slight charge on their surface. 
including a mixture of metallic and semiconducting SWNTs 40 Metallic SWNTs, on the other hand, will not hold such a 
to be separated can be preprocessed prior to contact with the static charge, due to their electronic nature. Thus, the agents 
separation agent. Preprocessing can, for example, be utilized can be electronically attracted to the semiconducting nano- 
to increase the efficiency of the disclosed process. For tubes and moreover, following initial attraction, a weak 
instance, according to many formation methods, when electronic bond can form between the planar portion of the 
SWNTs are formed, the nanotubes will clump together due 45 agent and the surface of the semiconducting nanotubes that 
predominantly to attractive van der Waals forces. As such, can hold the agent on the surface of the semiconducting 
and though not required for the presently disclosed process, SWNTs as is schematically illustrated in FIG. 2. 
in certain embodiments of the present invention, it may be In one embodiment, certain derivatives of porphyrin can 
beneficial to separate any clumps or ropes of SWNTs thus be utilized as separation agents of the present invention. 
formed, in order to break up any large agglomerations of 50 Porphyrin, a conjugated molecule of tetrapyrrole hetero- 
nanotubes and make a larger number of individual nano- cycle, has a planar orientation in the free base form in 
tubes available for quicker and more thorough association addition to the requisite x-centers. Any soluble agent that 
with the separation agents. includes both the necessary geometry and the necessary 

In certain SWNT formation methods, such as the HiPco electrical characteristics can be utilized in the disclosed 
formation process, for example, a metal catalyst, such as 55 process. For example, some derivatives of porphyrin such as 
iron, can be utilized. Accordingly, a certain amount of the a chelate may still contain the requisite x-centers, but may 
metal catalyst may remain in the sample to be separated not exhibit the requisite planar geometry and therefore will 
according to the disclosed process. While the disclosed not be suitable as a separation agent in the disclosed process. 
separation process can work well with samples including Other possible separation agents for the inventive process 
other materials, such as iron, for instance, in the mixture in 60 can include other planar molecules containing x-centers, 
addition to the SWNTs, the presence of additional materials such as other planar polybenzenoid hydrocarbons including, 
may, depending upon the nature of the material, decrease the for example pyrene and other arenes. 
efficiency of the process. For instance, the separation agent In addition to the combination of geometric and orbital 
could associate with the other materials in the mixture, and characteristics that enables the agents to preferentially asso- 
thus the presence of such a material could slow or prevent 65 ciate with the semiconducting SWNTs over the metallic 
the formation of the preferred association between the agent SWNTs, the disclosed separation agents should also be 
and one of the two types of SWNTS. As such, in certain soluble. For example, in certain embodiments, the separa- 
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tion agent of choice can be derivatized to include a long including an enriched concentration of metallic SWNT can 
chain hydrocarbon. In one particular embodiment, a sepa- be further enriched. In one embodiment, repetition of the 
ration agent can be derivatized to include one or more process two to four times can provide a metallic-enriched 
hydrocarbon chains of about 16 or more carbons in length so SWNT sample that is at least about 90% metallic SWNTs by 
as to promote solubility of the agent. Methods for such 5 weight. 
derivatizations are generally well known to those of ordinary According to one embodiment of the invention, the liquid 
skill in the art, and thus are not discussed in detail herein. In sample including the semiconducting nanotubes complexed 
other embodiments, however, the agent may be naturally with the separation agent can be further processed, if 
soluble, and thus a separate derivatization process need not desired, for instance to reverse the association and recover 
be carried out to provide the desired solubility to the agent. i o  the pure semiconducting SWNTs. Beneficially, as the asso- 
The characteristic of solubility as part of the separation 
agent can provide for a relatively simple method for the 
separation of the semiconducting SWNTs from the metallic 
SWNTs following the preferential association of the agent 
with the semiconducting SWNTs, in particular as metallic 
SWNTs are not soluble materials. 

For example, in one embodiment, porphyrin can be 
derivatized with one or more long chain hydrocarbons such 
that the porphyrin becomes soluble in any of several pos- 
sible organic solvents. Suitable omanic solvents can include. 

ciation between the separation agents and the semiconduct- 
ing SWNTs is not believed to be covalent in nature, any of 
a number of relatively simple separation processes as are 
generally known in the art can be utilized to reverse the 

15 association and render the semiconducting SWNTs 
insoluble again, at which point they can be collected as a 
solid residue. For example, in one embodiment, following 
separation from the solids enriched in metallic SWNTs, the 
solvent can be evaporated, and the separation agent can be 

20 removed from the SWNTs with an acid wash. for examnle u u 

for example, tetrahydrofuran (THF), chloroform and any an acetic acid wash. This mixture can then be centrifuged 
other organic solvent in which the porphyrin derivatives are and the solid residue, enriched in semiconducting SWNTs, 
soluble. can be collected. 

In one preferred embodiment, a porphyrin derivative In another embodiment, the separation agent can be 
including one or more long alkyl chains can be synthesized 25 removed from the semiconducting SWNTs by refluxing, for 
for use as a separation agent in the disclosed process. For 
example, p-hexadecyloxybenzaldehyde can be coupled with 
pyrrole to form the separation agent 5,10,15,20-tetrakis 
(hexadecyloxyphenyl) 2 lH,23H-porphine (THPP, illus- 
trated in FIG. l), which can then preferentially associate 
with semiconducting SWNTs in a mixture including both 
semiconducting and metallic SWNTs. Upon association, a 
soluble semiconducting SWNTiTHPP complex can be 
formed that can be dissolved in any suitable organic solvent. 

Following solubilization via a non-covalent solubilization 

example in toluene or THF solution or, optionally, by 
thermal annealing at about 500" C. In any case, following 
reversal of the association, the semiconducting SWNTs will 
become insoluble, and the solid residue including the semi- 

If desired, the solid material enriched in semiconducting 
SWNTs can be further enriched by repetition of the sepa- 
ration process, similar to the further enrichment of the 
metallic SWNT sample described above. In general, repeti- 

35 tion of the senaration nrocess two to four times can nrovide 

30 conducting SWNTs can then be collected. 

u 

process, the solution that is enriched in semiconducting a SWNT sample enriched in semiconducting nanotubes 
SWNTs complexed with the separation agent can be sepa- comprising at least about 90% semiconducting SWNTs. 
rated from the insoluble metallic SWNTs by any suitable As an additional benefit to the disclosed process, the 
method. For example, in one embodiment, the mixture can separation agent can be recovered following reversal of the 
be centrifuged and the solid material that is enriched in 40 association with the semiconducting SWNTs and utilized 
metallic SWNTs can be collected while the solution that is multiple times. Thus, the disclosed separation process can be 
enriched in semiconducting SWNTs can be collected sepa- simple, economical, and can provide a method to obtain both 
rately. enriched metallic SWNT samples and enriched semicon- 

The solids collected from a single protocol as described ducting SWNT samples in both small-scale and large-scale 
above can be enriched in metallic SWNTs as compared to 45 systems. 
the starting sample. For example, in one embodiment, the Reference will now be made to exemplary embodiments 
starting SWNT sample can be formed by a process that of the invention. Each example is provided by way of 
produces both semiconducting and metallic SWNTs in a explanation of the invention, not as a limitation of the 
random fashion. Thus, when considering a purified sample, invention. 
the starting sample can be expected to be about 33% metallic 50 
SWNTs and about 66% semiconducting SWNTs. In this 
embodiment, the solid residue obtained from a single sepa- 
ration protocol as described above can be at least about 50% SWNT samples were produced by use of an arc-discharge 
metallic SWNTs by weight. For example, the solids can be method as is generally known in the art. Samples were 
between about 50% and about 90% by weight metallic 55 purified via oxidative acid treatment according to estab- 
SWNTs in one embodiment. In one embodiment, a single lished procedure. A separation agent, 5,10,15,20-Tetrakis 
protocol such as that described above can provide a ratio of (hexadecyloxyphenyl)-21H,23H-porphine (THPP, shown in 
metallic to semiconducting SWNTs in the recovered solids FIG. 1 where M=2H) was synthesized by coupling p-hexa- 
that is at least about 1.5 times greater than the same ratio in decyloxybenzaldehyde with pyrrole in glacial acetic acid, 
the starting sample. For example, in one embodiment, fol- 60 followed by column chromatography separation and struc- 
lowing one or more protocols such as that described above, tural characterizations. 
the ratio of metallic to semiconducting SWNTs can be A purified SWNT sample (100 milligrams) was added to 
increased by a factor of between about 2 and about 10, or a 20-milliliter solution of THPP in chloroform (10 mgimL), 
even higher in some embodiments, as compared to the ratio and the mixture was sonicated (Fisher Scientific FS20,70 W, 
of metallic to semiconducting SWNTs in the starting sample. 65 42 kHz) for 48 hours. The chloroform was then removed on 

In one embodiment, if desired, the separation process can a rotary evaporator, and the solid mixture was extracted 
be repeated on the collected solid residue and the sample repeatedly with hexanes, coupled with vigorous centrifuging 

EXAMPLE 1 
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(about 3,100 g) for 20 minutes, to remove any free, unas- ditions show that the bulk conductivities of the two samples 
sociated THPP. Following the extraction process, 10 milli- differ by more than two-orders of magnitude, 1.1 Sicm for 
liters of tetrahydrofuran (THF) was added to the solid the metallic free-SWNTs vs. 0.007 Sicm for the semicon- 
sample to dissolve the THPPisemiconducting SWNT com- ducting recovered-SWNTs. 
plex. This mixture was then vigorously centrifuged for 10 5 FIG. 5 illustrates the results obtained from the electrical 
minutes, and the solid residue was collected. The procedure conductivity measurements including measurements of the 
was then repeated a second time with the collected solid starting SWNT sample (inverse triangle), the semiconduct- 
residue. Following the second procedure a third repeat was ing recovered-SWNT sample (circle), and the metallic free- 
attempted, but no further solubilization was observed. A SWNT sample (square). Conductivity measurements were 
total of 39 mg of solid residue containing SWNTs that did i o  performed on a Keithley 2400 multimeter at 1-10 mArange 
not associate with THPP was combined from the runs to minimize current overheating. 
(denoted as “free-SWNT” sample). In order to examine the effects on the nanotubes due to the 

The solutions obtained from the first two repeated experi- THPP species association on the surface, the soluble THPPi 
ments, containing the THPPisemiconducting SWNT com- SWNT sample was characterized in solution by ‘H NMR 
plex, were combined, and the solvent THF was evaporated. 15 (data not shown). The NMR signals of THPP are signifi- 
The removal of THPP from the combined soluble sample cantly broadened upon the attachment to SWNTs, which is 
was accomplished via washing the sample with acetic acid likely due largely to the significantly reduced mobility of the 
coupled with vigorous centrifuging, resulting in the recovery THPP species. Consistent with the NMR results, the por- 
of the now insoluble SWNTs (denoted as “recovered- phyrin ring appears to be bound to the SWNT surface, 
SWNT” sample). To ensure a rigorous comparison between 20 leaving long alkyl chains free in solution. Such a picture is 
the free-SWNT and recovered-SWNT samples in subse- supported by the high-resolution TEM results, which show 
quent spectroscopy and conductivity characterizations, both soft materials on the surfaces of individual nanotubes (FIG. 
solid-state samples were thermally treated under the same 6, scale bars=5 nm). 
experimental condition of 800” C. for 14 hours in a nitrogen 
atmosphere. 25 EXAMPLE 2 

FIG. 3 illustrates Raman spectra obtained with 785 nm 
(1.58 eV) excitation for the samples. The recovered-SWNT The process described above in Example 1 was performed 
portion spectra is shown by the solid line in the Figure, and on a HiPco SWNT sample purchased from Rice University. 
the free-SWNT portion spectra is shown by the broken line. FIG. 7 illustrates the Raman features of the recovered- 
As can be seen in the Figure, the G-band of the free-SWNT 30 HiPco-SWNT sample (solid line) and the free-HiPco-SWNT 
sample is more unsymmetrical and broader than that of the sample (broken line) with 785 nm (1.58 eV) excitation. For 
recovered-SWNT sample, indicative of substantial enrich- HiPco SWNT samples prior to processing according to the 
ment in metallic SWNTs in the free-SWNT sample (Breit- disclosed invention, the expected absorptions are: Mll-500- 
Wigner-Fano lineshape). The Raman features in the radial 600 nm and S,,-650-900 nm. Thus, the 785 excitation 
breathing mode region (shown in the inset of FIG. 3) are also 35 probes predominantly semiconducting nanotubes. The 
consistent with an enrichment of metallic SWNTs in the Raman intensities of the sample enriched in semiconducting 
free-SWNT sample. nanotubes should therefore be much higher than those of the 

The significant separation of semiconducting nanotubes sample enriched in metallic nanotubes. This is the case, as 
(in recovered-SWNT samples) from metallic nanotubes (in can be seen in reference to FIG. 7. The recovered-HiPco- 
free-SWNT samples) is made more evident by a quantitative 40 SWNT sample has much higher Raman intensities than the 
comparison of the near-IR absorption spectra. The spectra free-HiPco-SWNT sample, consistent with the recovered 
shown in FIG. 4 were obtained by measuring (Thermo- sample being enriched in semiconducting SWNTs and the 
Nicolet Nexus 670) thermally treated solid-state samples of free sample being enriched in metallic SWNTs. In addition, 
the same quantity under the same experimental conditions. the G-bands of the two samples were found to be generally 
No surfactant or other dispersion agents were used in the 45 similar, with the peak of the metallic free-HiPco-SWNT 
preparation of the specimens for measurements to avoid the sample being somewhat broader than the semiconducting 
possibility of any doping effects. As can be seen in reference recovered-HiPco-SWNT sample. This result is comparable 
to FIG. 4, for the semiconducting recovered-SWNT sample with the arc-produced SWNT samples from Example 1. 
(solid line), the near-IR absorption spectrum contains sig- The separation of HiPco-SWNT was found to be less 
nificant bands at -5,390 cm-l (1,855 nm, 0.67 eV) and 50 efficient than that of the arc-produced SWNT samples of 
-9,710 cm-l (1,030 nm, 1.19 eV), corresponding to transi- Example 1. This is believed to be due to residual iron (or 
tions associated with the first (Sll) and second (S,,) pairs, iron ions) from the formation method remaining in the 
respectively, of van Hove singularities in the electronic sample that were then available to form a complex with the 
density of states for semiconducting SWNTs. Additionally, porphyrin separation agent and reduce the effectiveness of 
the absorption of the metallic free-SWNT sample (broken 55 the separation agent/SWNT interactions. 
line) is negligible over the near-IR region. The results 
suggest that most of the semiconducting SWNTs in the 
starting sample ended up in the recovered-SWNT sample, 
and that the porphyrin interactions were selective toward The separation process described in Example 1 was 
semiconducting SWNTs. 60 attempted using Zn-THPP (illustrated in FIG. 1 where 

The bulk electrical conductivities of the free-SWNT and M=Zn2’). No interaction leading to the solubilization of 
recovered-SWNT samples (thermally treated under the same SWNTs was observed. This suggests that the interactions of 
condition, as described above) are very different. In a THPP with semiconducting SWNTs are specific to the 
comparative conductivity evaluation, the two samples were porphyrin free base, and hindered upon the chelation of a 
pressed separately into pellets with dimensions of approxi- 65 metal cation, which would destroy the planer geometry and 
mately 9 mmx3 mmxl mm. Results from the classical alter the electronic characteristics of the molecule. The 
four-probe conductivity measurements under ambient con- negative results with the use of metalloporphyrins also 

EXAMPLE 3 
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suggest that the selectivity toward semiconducting SWNTs 
is associated with THPP, not fragments of decomposed 
THPP, because porphyrins with and without the center- 
chelated metal share similar decomposition patterns. 

Although preferred embodiments of the invention have 
been described using specific terms, devices, and methods, 
such description is for illustrative purposes only. The words 
used are words of description rather than of limitation. It is 
to be understood that changes and variations may be made 
by those of ordinary skill in the art without departing from 
the spirit or the scope of the present invention, which is set 
forth in the following claims. In addition, it should be 
understood that aspects of the various embodiments may be 
interchanged, both in whole or in part. Therefore, the spirit 
and scope of the invention should not be limited to the 
description of the preferred versions contained herein. 

What is claimed is: 
1. A method comprising: 
combining a sample including semiconducting single- 

walled carbon nanotubes and metallic single-walled 
carbon nanotubes with a separation agent, the separa- 
tion agent comprising a geometrically planar portion 
and one or more x electrons on the planar portion, the 
separation agent being soluble in a solvent and the 
metallic single-walled carbon nanotubes being 
insoluble in the solvent; 

selectively associating the separation agent with the semi- 
conducting single-walled carbon nanotubes in the 
sample to form a complex including the semiconduct- 
ing single-walled carbon nanotubes associated with the 
separation agent; 

combining the solvent with the complex to form a mix- 
ture; and 

selectively solubilizing the complex with the solvent; 
wherein 

the mixture comprises the solubilized complex and solids, 
the solids including the metallic single-walled carbon 
nanotubes. 

2. The method according to claim 1, further comprising 
separating and collecting the solids from the mixture. 

3. The method according to claim 2, further comprising 
repeating the method, wherein the collected solids are uti- 
lized as the sample during the repetition of the method. 

4. The method according to claim 3, wherein the solids 
collected following the repetition of the method comprise at 
least about 90% metallic single-walled nanotubes. 

5. The method according to claim 1, wherein the separa- 
tion agent is a planar hydrocarbon. 

6. The method according to claim 5, wherein the separa- 
tion agent is a porphyrin. 

7. The method according to claim 5, wherein the separa- 
tion agent is a pyrene. 

8. The method according to claim 5, wherein the separa- 
tion agent is a polybenzenoid hydrocarbon. 

9. The method according to claim 1, wherein the separa- 
tion agent further comprises one or more hydrocarbon 
chains. 

10. The method according to claim 9, wherein the one or 
more hydrocarbon chains are about 16 or more carbons in 
length. 

11. The method according to claim 1, wherein the solids 
comprise at least about 50% by weight metallic single- 
walled nanotubes. 

12. The method according to claim 1, further comprising 
collecting liquid of the mixture, the liquid comprising the 
solubilized complex. 
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13. The method according to claim 12 further comprising 

reversing the association between the separation agent and 
the semiconducting single-walled nanotubes such that the 
semiconducting single-walled nanotubes come out of solu- 
tion. 

14. The method according to claim 13, further comprising 
collecting the insoluble semiconducting single-walled nano- 
tubes. 

15. The method according to claim 13, wherein the 
association between the separation agent and the semicon- 
ducting single-walled nanotubes is reversed by washing the 
complex in an acid. 

16. The method according to claim 13, wherein the 
association between the separation agent and the semicon- 
ducting single-walled nanotubes is reversed by annealing the 
complex. 

17. The method according to claim 1, wherein the sample 
is preprocessed. 

18. A method comprising: 
combining a sample including semiconducting single- 

walled carbon nanotubes and metallic single-walled 
carbon nanotubes with a free base porphyrin compris- 
ing one or more hydrocarbon chains; 

selectively associating the porphyrin with the semicon- 
ducting single-walled carbon nanotubes to form a com- 
plex including the semiconducting single-walled car- 
bon nanotubes associated with the porphyrin; 

combining an organic solvent with the complex to form a 
mixture, the free base porphyrin being soluble in the 
organic solvent and the metallic single-walled carbon 
nanotubes being insoluble in the solvent; and 

selectively solubilizing the complex with the organic 
solvent; wherein 

the mixture comprises the solubilized complex and solids, 
the solids comprising the insoluble metallic single- 
walled carbon nanotubes. 

19. The method according to claim 18, further comprising 
separating and collecting the solids from the mixture. 

20. The method according to claim 19, further comprising 
repeating the method, wherein the collected solids are uti- 
lized as the sample during the repetition of the method. 

21. The method according to claim 18, wherein the ratio 
of metallic single-walled nanotubes to semiconducting 
single-walled nanotubes in the solids is at least about 1.5 
times the ratio of metallic single-walled nanotubes to semi- 
conducting single-walled nanotubes in the sample. 

22. The method according to claim 18, further comprising 
collecting liquid of the mixture, the liquid comprising the 
solubilized complex. 

23. The method according to claim 22 further comprising 
reversing the association between the separation agent and 
the semiconducting single-walled nanotubes to form a solid 
residue comprising the semiconducting single-walled nano- 
tubes. 

24. The method according to claim 23, wherein the solid 
residue comprises at least about 90% by weight semicon- 
ducting single-walled nanotubes. 

25. The method according to claim 18, wherein the 
separation agent is 5, 10, 15, 20-tetrakis(hexadecylosyphe- 
nyl)21H, 23H-porphine. 

* * * * *  


